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DAILY REPORT SUMMARY
TO:
Town of Addison





PROJECT:  Vitruvian Park - Addison, TX
16801 Westgrove Drive







Infrastructure Phase 1D
Addison, TX  75001-5190




PROJECT NO.: 99526 – 5

TECHNICIAN: Wade Geistweidt




REPORT DATE:       
WEATHER: Partly Cloudy with a South wind and chance for rain

REPOR
T NO.:        


TIME ARRIVED:  8:15 AM





TEST DATE:  5-12-11
TIME DEPARTED:  5:00 PM

PROGRESS REPORT:


COPIES TO:
Clay Barnett






KLEINFELDER


DRAFT
	Wade Geistweidt with Kleinfelder continued observation of the Vitruvian Park Phase 1D project for the Town of Addison.  Austin Bridge and Road crews are foreman by Arturo Gonzales, George, and Derek Dodson. These crews consist of 10 people, 7 pieces of equipment, and numerous hand and power tools.  Austin first crew continued working to level out the weld seams on the arches of the Ponte Bridge.  This crew also began removing the southern half of the decretive sidewalk on the right side of the bridge.  This half of the sidewalk has numerous spider cracks do to shrinkage.  Austin plans to cut the sidewalk out in squares and lift them out of position.  Austin will also utilize a decretive saw cut to help hide the new construction joint.  Austin second crew also continued working to level out the weld seams on the arches of the Bella Lane Bridge.  This crew was working to clean the deck and get this bridge ready for a preliminary walk thru on Friday May 13.  Kleinfelder also attended the weekly progress meeting today.  A site visit was made with Clay Barnett with the Town of Addison and Nick Jacob with UDR.  During this site visit observations of the Bella Lane and Ponte Ave Bridges were made.  While on the Bella Bridge there were no spider cracking observed, however there was transverse cracking along reinforcing steel.  These sidewalks will not be removed.    
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