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DAILY REPORT SUMMARY
TO:
Town of Addison





PROJECT:  Vitruvian Park - Addison, TX
16801 Westgrove Drive







Infrastructure Phase 1D
Addison, TX  75001-5190




PROJECT NO.: 99526 – 5

TECHNICIAN: Wade Geistweidt




REPORT DATE:       
WEATHER: Clear with strong South wind and HOT


REPOR
T NO.:        


TIME ARRIVED:  7:45 AM





TEST DATE:  6-29-11
TIME DEPARTED:  5:35 PM

PROGRESS REPORT:


COPIES TO:
Clay Barnett






KLEINFELDER


DRAFT
	Wade Geistweidt with Kleinfelder continued observation of the Vitruvian Park Phase 1D project for the Town of Addison.  Austin Bridge and Road did not have a crew onsite today; however Andrew Harper of Austin Bridge and Road was onsite to observe their painting subcontractor Scott Derr Painting.  The painting crew from Scott Derr Painting arrived onsite at 9:30 AM.  This crew applied the intermediate coat of paint to repair the test section that was rejected by Carboline and Kleinfelder.  Kleinfelder performed some surface temperature readings on the steel arches before the paint crew began painting.  These temperatures ranged from 95 to 110 degrees at 10 AM this morning.  It was decided that by the time the intermediate coat dried enough to apply the top coat the steel would be above the 120 degree maximum surface temperature, and the ambient temperature to apply the top coat would be well above the maximum 95 degree temperature.








The results shown on this report are for the exclusive use of the client for whom they were obtained and apply only to the samples tested and/or inspected.  They are not intended to be indicative of the qualities of apparently identical products.  The use of our name must receive prior written approval.  Reports must be reproduced in their entirety.


