[image: image1.jpg]7”7\

KLE/INFELDER

\\/ Bright People. Right Solutions.






DAILY REPORT SUMMARY
TO:
Town of Addison





PROJECT:  Vitruvian Park - Addison, TX
16801 Westgrove Drive







Infrastructure Phase 1D
Addison, TX  75001-5190




PROJECT NO.: 99526 – 5

TECHNICIAN: Wade Geistweidt


    



 REPORT DATE:       
WEATHER:  
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KLEINFELDER


DRAFT
	Wade Geistweidt with Kleinfelder continued observation of the Vitruvian Park Phase 1D project for the Town of Addison.  Austin Bridge and Road crews are foreman by Derek Dodson, Arturo Gonzalez, and Santos.  These crews consist of 15 people, 4 pieces of equipment and numerous hand and power tools.  Both of Austin crews continued to set forms and the remaining reinforcing steel for the wing and stem walls on Abutment # 1.  Kleinfelder also attended the weekly progress meeting today.  At this meeting an issue with south support wall being cast to the wrong elevation was discussed.  Halff and Associates engineer Eric Christenson discussed several ways in which Austin Bridge and Road could go about fixing this issue.  The Town of Addison made it very clear that they did not want any extra construction joints in the approach slab pavement.  This left Austin with the choice of removing the entire wall or cutting the top 4 feet off the top and doweling deep into the concrete to get a good bond.  Mr. Clay Barnett with the Town of Addison was going to address this with the management above him within the Town of Addison and then give Halff direction on which way to proceed.  Austin Bridge and Road was also shut down today due to cease and desist letter received from the Corp of Engineers today.  Kleinfelder performed 6 nuclear field densities on backfill around Abutment #2 of the Ponte Bridge.    








The results shown on this report are for the exclusive use of the client for whom they were obtained and apply only to the samples tested and/or inspected.  They are not intended to be indicative of the qualities of apparently identical products.  The use of our name must receive prior written approval.  Reports must be reproduced in their entirety.


